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ALL OUT OF SERVICE WHEELS MUST BE REMOVED AND SCRAPPED.STOP

MISSING OR ILLEGIBLE DOT STAMPING IS AN 
AUTOMATIC CAUSE FOR REMOVAL AND SCRAP.

CRACKS

No visible crack is 
repairable 

regardless of 
location on the 

wheel.

DISTORTED 
BOLT HOLES

Check for both 
over-torqueing and 

oblong holes.

WORN 
MOUNTING 

FACE

Any amount of 
uneven surface that 

would require 
excessive coating.

EXCESSIVE 
CORROSION & 
DEEP PITTING

Found anywhere on
tire mounting area 

and/or face of 
wheel.

DAMAGED OR 
DISTORTED 

WHEEL FLANGE

Includes dents, 
bends, or overload 

created 
irregularities.

DEEP CREVICE

Visible pitting and 
corrosion is 
possibly an 

indicator of internal 
corrosion.

WELD SEAM 
DEGRADATION

Corrosion visible on 
both sides of the 

weld is indicative of 
corrosion under the 

weld.

TIRE MOUNTING 
AREA

Damage on the 
bead mount 

prohibits proper 
bead seating and 

air retention.


