MILCURE

SYSTEM. PROCESS. TRANSFORMATION

PRE-BLAST mi

OUT OF SERVICE
WHEEL CONDITIONS

MISSING OR

ILLEGIBLE DOT

STAMPING is
an automatic
cause for
removal and
scrap.
RECHECK DOT
POST-BLAST.

CRACKS

Any visible cracks

on any part of the

wheel cannot be
repaired.

WORN OR
DISTORTED
BOLT HOLES

Wheels with worn
or distorted holes
cannot be re

CORROSION
OR WEAR

Heavy rust,
corrosion, or
severe pitting

cannot be

repaired.

BURRS

Raised metal
edges or
protrusions
around the bolt
hole may be filed
using a flat file
and refinished if
the bolt holes are
not distorted.

BENT
FLANGES
Bent, dented, or
distorted flanges

cannot be
repaired.

**ACCURIDE WHEEL OUT OF SERVICE GUIDELINES

ALL OUT OF SERVICE WHEELS MUST BE REMOVED AND SCRAPPED.
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